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Structure of III-Sb(001) Growth Surfaces: The Role of Heterodimers
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We have determined the structure of AlSb and GaSb (001) surfaces prepared by molecular beam epi-
taxy under typical Sb-rich device growth conditions. Within the range of flux and temperature where
the diffraction pattern is nominally �1 3 3�, we find that there are actually three distinct, stable �4 3 3�
surface reconstructions. The three structures differ from any previously proposed for these growth con-
ditions, with two of the reconstructions incorporating mixed III-V dimers within the Sb surface layer.
These heterodimers appear to play an important role in island nucleation and growth.

PACS numbers: 68.35.Bs, 61.16.Ch, 73.61.Ey, 81.15.Hi
The surface reconstruction on a semiconducting material
is the starting point for understanding the mechanisms of
growth from the vapor. The steric and energetic landscape
of the surface reconstruction determines the kinetic factors
for adsorption, diffusion, and desorption, and provides the
template for island nucleation [1]. These factors are criti-
cal to our understanding of growth and the formation of
interfaces between materials, particularly for the case of
III-V semiconductor quantum heterostructures, which are
key components in a wide range of optical and high fre-
quency electronic devices under development. Many of the
most promising applications require extremely thin layers,
so that even submonolayer variations in film thickness and
interfacial roughness can dramatically affect the ultimate
device performance [2,3]. To achieve the level of morpho-
logical control needed to reproducibly fabricate optimized
III-V devices, a detailed understanding of the relevant sur-
face reconstructions and the mechanisms by which epitaxy
proceeds is essential.

The structure of III-As and III-P (001) surfaces under
typical device growth conditions (V�III flux . 1) has been
generally established [4,5]. For the much-studied case of
GaAs, the extensive experimental and theoretical knowl-
edge accumulated about the surface structure has led to
significant progress in understanding the atomistic mecha-
nisms of growth during molecular beam epitaxy (MBE)
[6,7]. In contrast, the III-Sb device surfaces are poorly un-
derstood, despite their demonstrated potential for a vari-
ety of advanced electronic and optoelectronic applications
[8]. Although the surface structures have been determined
for atypical, extreme Sb-rich conditions—InSb and AlSb
have the c�4 3 4� structure common to the arsenides, and
GaSb reconstructs into unusual, metallic �n 3 5� struc-
tures [9,10]—even after more than 20 years of study [11],
the atomic-scale structures under more typical growth con-
ditions have yet to be resolved. During device growth both
GaSb and AlSb usually exhibit a �1 3 3�-like reflection
high-energy electron diffraction (RHEED) pattern, with
0031-9007�00�84(20)�4649(4)$15.00
the GaSb RHEED further delineated into distinct c�2 3 6�
and �1 3 3� (higher temperature/lower Sb flux) regimes
[12,13]. Simple Sb-dimer row models for these reconstruc-
tions have been proposed [13,14], but scanning tunneling
microscopy (STM) studies of the III-Sb(001) surfaces by
a number of different research groups show that the actual
�1 3 3�-like structures must be more complex [9,14–16].

In this Letter, we describe the atomic-scale structures
that occur for a range of Sb-rich growth conditions on AlSb
and GaSb(001) as definitively determined by a combined
experimental and theoretical study. We find that there are
two distinct �4 3 3� reconstructions relevant for typical de-
vice growth, and that they both incorporate novel III-Sb
heterodimers that appear to play an important role in is-
land nucleation and growth. For AlSb there is a third
�4 3 3�-like reconstruction where the heterodimer is re-
placed by an Sb dimer, and we show using first-principles
calculations that these three reconstructions are the most
thermodynamically stable for AlSb, in direct agreement
with experiment.

The AlSb and GaSb surfaces were prepared by MBE
and characterized using STM in an interconnected, mul-
tichamber ultrahigh vacuum facility [17]. The surface
reconstructions were studied on p-type (Be-doped, 2 3

1016 cm23), strain-relaxed films (.1 mm thick) grown
at 610 ±C and 520 ±C, respectively, on GaSb(001) sub-
strates. The final 30 monolayers (ML) of each film were
left undoped. RHEED was used to monitor surface order.
All STM images were acquired in constant current mode
using bias voltages between 23.5 V (filled states) and
12.0 V (empty states) and tunneling currents between 0.03
and 1.0 nA.

By varying the substrate temperature and Sb4 flux inci-
dent on the surface before quenching, we have discovered
that the “�1 3 3�” phase region for AlSb is, in fact, com-
posed of three phases that appear at successively lower
temperatures and higher Sb4 fluxes. High-resolution STM
images of the different structures are presented in Fig. 1.
© 2000 The American Physical Society 4649
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FIG. 1. (a)– (c) Filled-state STM images of the “�1 3 3�”
reconstructions observed on AlSb(001) at constant Sb flux
and decreasing temperature. The surface structure evolves
from (a) a�4 3 3�, at low or no Sb flux, through (b) a
region of mixed a and b�4 3 3�, to (c) b�4 3 3� under
typical device growth conditions. Empty-state images are
shown in the insets. (d) The a and b�4 3 3� as observed on
GaSb(001). (e) A quenched mixture of the c�4 3 4�, g�4 3 3�,
and b�4 3 3� phases on AlSb under high Sb-flux/low
temperature conditions. The dashed boxes outline the
unit cells.

Following the nomenclature for GaAs, we denote these
new phases a�4 3 3�, b�4 3 3�, and g�4 3 3� in the or-
der that they are observed under conditions of constant
Sb4 flux and decreasing substrate temperature. The sim-
plest method for forming a�4 3 3� [Fig. 1(a)] is to anneal
the surface near the growth temperature for several min-
utes without any incident flux. The b structure, shown in
Fig. 1(c), is easily stabilized by Sb4 fluxes typically used
during growth. If a b surface is annealed only briefly or
under very low Sb flux, a mixture of a and b structures are
observed [Fig. 1(b)]. Curiously, although the filled-state
images for a and b are distinctly different, the empty-state
images have a similar appearance. The g phase is ob-
served only under a high Sb4 flux with the substrate held
carefully near the “�1 3 3�”-to-c�4 3 4� transition tem-
perature. g�4 3 3� can be thought of as a transitional
4650
structure between the b and c�4 3 4� phases, as illustrated
in Fig. 1(e) where these three phases are all seen together.
It is important to note that surfaces quenched during AlSb
epitaxy under typical conditions always exhibit the b re-
construction, even for thin films on InAs substrates [18],
leading us to conclude that this is the reconstruction usu-
ally present on the surface during device growth.

RHEED typically shows a clear transition between
AlSb(001)-c�4 3 4� and �1 3 3� patterns as the tempera-
ture is raised. The �4 3 3� pattern of the g surface appears
only briefly, if at all. Both a and b give �1 3 3� patterns
under most conditions. This observation is consistent with
the STM images, which show considerable disorder with
respect to the 43 periodicity. Weak row-to-row ordering
of the 43 may be observed in both RHEED and STM
for some surface preparation conditions. The transition
from b to a appears as gradual intensity changes in the
�1 3 3� RHEED pattern. This gradual change suggests a
second order phase transition and is consistent with the
STM results, which often show intermixed a 1 b with
no clear phase boundaries.

We find that the a and b�4 3 3� structures observed
on AlSb also occur on GaSb(001), as demonstrated by
the striking similarity between the atomic-resolution im-
ages of mixed a 1 b surfaces shown in Figs. 1(b) (AlSb)
and 1(d) (GaSb). To date we have not observed the g
phase on GaSb. This is perhaps not surprising given that
g appears to be structurally intermediate between b and
c�4 3 4�, and on GaSb the c�4 3 4� phase is not observed
[the unique �n 3 5� phases occur under the corresponding
conditions]. We have preliminary results indicating that
similar structures also occur on InSb(001). These obser-
vations lead us to suggest that the a�4 3 3� and b�4 3 3�
reconstructions are common to all the antimonides within
the range of typical device growth conditions.

To determine the structure of the observed reconstruc-
tions and assess their relative stability, we have performed
first-principles calculations of the ground-state geometries
and surface energies of an extensive variety of possible
structural models, including the previously proposed
�1 3 3� and c�2 3 6� structures. The calculations were
performed within the local density approximation of
density functional theory using the Vienna Ab initio
Simulation Package [19]. Each reconstructed surface
was modeled on a slab of three AlSb bilayers separated
by 16 Å of vacuum. The �4 3 3� surface of the slab
was terminated by an additional plane of Sb plus 2

3 ML
of surface atoms in dimers, with the opposing surface
terminated by fictitious fractionally charged hydrogen.
Atoms were represented using ultrasoft pseudopotentials
[20] as supplied by Kresse and Hafner [21]. We used
a plane-wave cutoff of 11.5 Ry and k-point sampling
equivalent to 144 k-points within the �1 3 1� surface
Brillouin zone. All �4 3 3� surface atoms and the top
two AlSb bilayers were allowed to relax until their rms
forces were ,0.01 eV�Å. Constant-current STM images
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were simulated as the height contours of an isosurface of
energy-integrated local density of states.

We have confirmed that the structures with the lowest
calculated surface energy are exactly those we observe ex-
perimentally by comparing the simulated constant-current
STM images with the atomic-resolution experimental im-
ages. In Fig. 2 we present simulated empty and filled-
state images along with structural models for each of the
Sb-terminated phases observed on AlSb(001). The corre-
spondence between the experimental and theoretical im-
ages is striking—even subtle features such as the relative
positions and heights of features seen in the STM images
are reproduced. Furthermore, the structure with the low-
est calculated surface energy as a function of increasing Sb
chemical potential, mSb , changes from a to b to g�4 3 3�
to c�4 3 4�, in direct correspondence with the experimen-
tal observations as a function of Sb flux. The excellent
agreement between theory and experiment combined with
the wide range of structures and experimental conditions
explored lead us to conclude that we have identified all the
stable reconstructions that occur under Sb-rich conditions
on AlSb(001) (and probably GaSb and InSb as well).

The three �4 3 3� reconstructions are all structural
permutations of the originally proposed c�2 3 6� model,
which consisted of a full plane of Sb atoms covered

FIG. 2. Structural models and atomic-scale constant-current
images of the stable Sb-rich AlSb(001) reconstructions.
(a) A comparison of the experimental (left) and simulated
(right) filled-state STM images for a�4 3 3� (top) and b�4 3 3�
(bottom). Simulated empty-state images are also shown on
the right [compare with the insets in Figs. 1(a) and 1(c)].
(b) Simulated images of the g�4 3 3� and c�4 3 4� phases
[compare with Fig. 1(e)].
by 2
3 ML of Sb in surface dimer rows, each separated

by a trench containing rotated dimers in the full plane
below. All the �4 3 3� structures involve the addition
of a kink every fourth dimer that moves the dimer by
one lattice constant in the �110� direction. Formation of
this kink creates two half-filled dangling bonds in the
trench that can accept and precisely compensate for the
extra electrons that otherwise would cause the c�2 3 6�
to violate the “electron counting” model. Although we
have not performed tunneling spectroscopy on the �4 3 3�
surfaces of AlSb, based on the calculated band structures,
which all exhibit a gap, we would expect them to be semi-
conducting like the c�4 3 4� reconstruction [10].

If the Sb flux is high enough, no Al-for-Sb exchange
occurs, and the g�4 3 3� surface results (12

3 ML surface
Sb; see Fig. 2). However, as the Sb flux is reduced,
corresponding to a decrease in mSb , the energy is low-
ered by aligning the Sb dimer rows and replacing one
Sb atom in each kink dimer with an Al atom (always
the atom between the rows). The resulting b recon-
struction is terminated by 1 7

12 ML Sb 1
1
12 ML Al. With

further decrease in mSb , this substitution occurs in the
other three top-row dimers and a�4 3 3� is formed with
11

3 ML Sb 1
1
3 ML Al. Note that this progressive substi-

tution of Al for Sb that occurs as mSb decreases is isoelec-
tronic, leaving the surface charge neutrality unchanged.

The III-Sb heterodimers undergo an electronic and struc-
tural relaxation similar to that observed on III-V (110)
surfaces. An electron is transferred between the atoms,
leaving the Sb with a filled lone pair and the Al with an
empty lone pair. This electron transfer is accompanied by
structural relaxation, where the Al relaxes down towards
the plane defined by its three Sb neighbors, causing the
two Sb neighbors in the layer below to move apart. The
resulting structure accounts for the appearance of the het-
erodimers in the STM images: only the Sb filled lone pairs
are observed in filled states, but the empty states are a more
subtle blend from both the Al atoms and the Sb dimers.

Although transformation between the a and b phases
can occur via direct Al�Sb substitution, the b-to-g and
g-to-c�4 3 4� transitions are slightly more complex.
Strictly speaking, the g phase actually has a �12 3 3�
conventional unit cell due to the peculiar alignment of the
dimers from kink to kink. This symmetry probably arises
because the g phase is structurally constrained between
b and c�4 3 4�, giving g characteristics common to
both. However, transforming from g to either phase
requires significant surface rearrangement. Hence, it is
possible that the narrow temperature range over which we
observe g is due to a metastable extension of both the b

and c�4 3 4� phase regions into the actual region of g

stability.
To our knowledge, III-V heterodimers like those integral

to both the a and b�4 3 3� reconstructions have not been
previously observed on a III-V device growth surface [22].
4651
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FIG. 3. Filled-state STM image of an AlSb(001)-�4 3 3� sur-
face following deposition of about 0.2 ML of additional AlSb.
A structural model for what appears to be the critical nucleus is
shown on the left. A simulated image of this structure is inset
on the upper right.

This structure is significant because the group III atom in
the mixed dimer is spatially close to its bulk lattice site.
Generally, the antimonides are distinct from other III-V’s
because they form (001) reconstructions with multiple Sb
layers. As a consequence, the upper Sb layers must be
displaced during epitaxial growth. However, because the
Al atoms in the heterodimers are properly positioned for
incorporation into the next layer during growth, they are
natural sites for nucleation. Moreover, an Al atom de-
posited on the b�4 3 3� growth surface can incorporate
directly into the lattice via creation of a mixed dimer with
very little change in the surface energy. Such a growth
mechanism would be fundamentally different than any ob-
served for the other III-V surfaces.

We have preliminary evidence that these novel �4 3 3�
reconstructions of the III-Sb(001) surfaces, in fact, play
such a role during nucleation and growth. Following sub-
monolayer homoepitaxy on AlSb and GaSb, small struc-
tures are observed that appear to be the critical nuclei for
growth. As shown in Fig. 3, these small structures span
two dimer rows and are about two dimers long. Our cal-
culations show that the lowest energy configuration for
these structures involves six Al atoms supporting two ro-
tated Sb dimers. Although the exact formation process
for these critical nuclei is not yet clear, the surrounding
reconstruction likely plays a distinct role during subse-
quent growth. For example, as an island grows, Al can
incorporate into the surface initially as heterodimers in
�110�-neighboring �4 3 3� cells, which would allow ad-
ditional Sb dimers to adsorb. As seen in Fig. 3, larger
islands appear to be composed of multiple units of this
structure, and when they are large enough, the second-
layer dimer row forms on top to make a (disordered)
�4 3 3�-reconstructed island. These results further demon-
strate that a detailed understanding of surface structure
4652
is required to develop accurate atomistic models of film
growth.
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